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1 

Impact of Axial and Cyclic Lateral Loads on the 1 

Behavior of CFRP-Confined Circular CFT Steel 2 

Columns with Different Concrete Strengths 3 
 4 
The purpose of the research paper in hand is to investigate of the effect of 5 
axially-applied and cyclic lateral loadings on the effectiveness of using carbon 6 
fiber-reinforced polymer (CFRP) material in preserving structure’s behavior as 7 
well as governing the failure's mode of the different-in-strength-of-concrete 8 
CFT circular-shaped steel columns. For this purpose, the nonlinear finite 9 
element analysis (NLFEA) method has been employed. To begin with, a CFT 10 
column model was verified using the findings of previously-published 11 
researches; then, the experimental model was extended to include the influence 12 
of concrete’s strength in the search. Eighteen FEA CFT column samples were 13 
prepared and confined – at their ends – with different number of CFRP layers, 14 
representing the crucial position (with regard to the capacity of lateral loading) 15 
and, also, to prevent the column samples from localized buckling outwardly. 16 
Thus, the samples would acquire more strength, greater net drifting, and higher 17 
dissipation of energy. The obtained findings indicated that when the column 18 
models were externally reinforced with CFRP, there was an enhancement in the 19 
cyclic behavior, represented by: more improved capacity of load, bigger 20 
horizontally-oriented displacements, more displacement’s ductility, more 21 
dissipated energy, and less deterioration in secant stiffness. 22 
 23 
Keywords: CFT Columns; CFRP; Cyclic Lateral Loading; Axial Loading; 24 
NLFEA. 25 

 26 

 27 
Introduction  28 
 29 

It is stipulated that the steel CFT (i.e., concrete-filled tubular) columns often 30 

encounter outward local buckling, where the inward type of buckling is inhibited 31 
by concrete. When resisting moments or frames of sway, the CFT columns are 32 

exposed not only to axial loading, but also to wind in the lateral direction or 33 
seismic loading which induces moments within columns; noting that the ends of 34 

columns encounter the highest level of moments. Thus, the region of the column’s 35 
end is taken as a  critical location that is exposed to the influence of a combination 36 

of axial and lateral loadings. Concerning seismic designing, the resisting-to-37 
moment frame’s column must have the ability to withstand plastic lateral 38 
deformation and enough ductility. The CFT column's behavior has been 39 
researched by a big number of credible researchers [1-3]; among those was Xiao 40 
[4] who suggested to confine the end region of a CFT columns with FRP, aiming 41 

at preventing the columns from outward local buckling and enhancing the 42 
columns’ strength as well as ductility. Also, this technique enhances the behavior 43 
of the internal concrete, particularly in the case of having columns' ends with high 44 
stresses [4-6]. A great number of researches have been carried out to investigate 45 
the usefulness of confining the CFT columns’ ends with FRP [7–16].  Some 46 

researches investigated the effectiveness of wrapping under-monotonic-axial-47 
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compression CFT circular columns with glass-FRP material, when these columns 1 

were exposed to monotonic type of axial compression [6] and cyclic type of axial 2 
compression [17]. However, only a limited number of researchers studied the 3 
wrapped-with-FRP CFT steel columns’ seismic performance [7-9, 14]; they found 4 
that the wrapped-with-FRP CFT steel columns exhibited a marvelous resistance to 5 
seismic actions, regardless whether the columns were circular or squared. 6 

It is worth mentioning that only a limited number of researches used the 7 
NLFEA to analyze – numerically – the structures’ response when subjected to a 8 
seismic load [18-25]. Actually, studying the CFT columns’ response – when 9 
subjected to a combination of axial and cyclic lateral loads – is a rather difficult 10 
task because a special-purpose setup and unique-capacity testing machine are 11 

required to fulfill such studies. Hence, it is highly valuable to have credible 12 

experimental findings related to this matter, as such findings can be of much 13 

assistance in creating and validating accurate and strong NLFEA simulation to the 14 
real-life ones. After being properly validated, the simulated-via-NLFEA model 15 
could be enlarged for the sake of running a parametric study to investigate the 16 
influence of multiple parameters, for example: the level of applied axial loading 17 
and the quantity of wrapping layers of FRP. To attain unique and worthy findings, 18 

the research in hand employs NLFEA to simulate the response of confined-with-19 
CFRP CFT circular-shaped and made-of-steel columns when exposed to a 20 

combination of axial and lateral cyclic loads. The FEA-simulated models were put 21 
to an adequate validation as per the findings of Yu et al. [26] achieved from 22 

experiments ran on big-scale, cantilever column; then, the model was extended to 23 
include in the search the influence of concrete’s strength. 24 

 25 

 26 
Modeling Methodology 27 
 28 

Figure 1 displays the geometric properties of the simulated model, along with 29 

the setup's diagram of the experiment [26]. The CFT column model had diameter 30 
of 318 mm and a height of 1625 mm; the model was strongly fastened to a rigid 31 

RC footing that had a length of 1500 mm, a width of 1400 mm, and a thickness of 32 
550 mm. The whole models had steel tubes with a thickness of 3 mm and a 33 
diameter-to-thickness ratio of 106. The ends of the column samples (at 500 mm) 34 

were wrapped with CFRP jackets to obtain a complete plastic hinging and develop 35 
good ductility and toughness. 36 

 37 

  38 
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Figure 1. The Diagram of the Experiment's Setup (dimensions in mm) [26] 1 

2 

 3 
 4 

The discretization of the CFT column models was done utilizing the ANSYS 5 

[27] along with three-dimensional isoperimetric solid elements that had eight 6 
defining nodes (Figure 1). The best-fit density of mesh was specified through 7 
carrying out a convergence study. As for the boundary conditions, the columns' 8 
lower ends were made fixed, while the upper ends could move freely. The 9 

concrete was simulated utilizing the element of SOLID65, which had eight with-10 
three-degree-freedom nodes and could move in every direction; also, this element 11 
had the capabilities of cracking, plastic deforming, and crushing in three 12 
perpendicular orientations. The Solid65 element's capability of concrete crushing 13 

was not taken into account upon simulating the models because it was not 14 
experimentally noticed [18-25]. Hence, the models' ultimate failure and concrete's 15 
cracking depended totally on the in-tension strains [18-25]. Since the stipulated 16 

concrete's Poisson’s ratio was between 0.15 and 0.22, the current research chose 17 
the ratio to be 0.2 [28]. The criterion of the concrete’s failure was defined by using 18 
the each of the at-ultimate strength in compression (Figure 2), the in-tension 19 
strength (Figure 2), and Young's modulus of elasticity [29]. The condition of the 20 

face of cracking was defined by the coefficient of shear transfer (t) which was 0.2 21 
(the universal value) [30, 31]. To ensure that the FE model was accurate, the 22 
model of Kent and Park [32] was utilized for the concrete’s compressive stress-23 
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strain formula (Figure 1). Figure 1 shows the not-linear graph of stress vs strain 1 

that was employed for modelling concrete utilizing ANSYS, as the concrete's in-2 
compression strength was: 40, 30, and 20 MPa and the Poisson’s ratio was 0.20. 3 
Solid65 had the capability of representing one one rigid substance and maximum 4 
three various reinforcing materials. The concrete was presumed isotropic up till the 5 
emergence of cracking and, then, to encounter plasticity. 6 

 7 
Figure 2. Concrete stress-strain curve [26] 8 
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 10 

The approach of smeared reinforcement was utilized to define the in-flexure 11 
reinforcement, as the reinforcement’s quantity was specified by determining the 12 

mesh's volumetric ratio and angles of direction. The element of SOLID45 had the 13 

ability to move at every direction, and it was utilized to simulate the  steel plates 14 

and circular-shaped tube of steel. The linear performance of elastic stress-strain 15 
was employed with a value of: Young’s modulus of 203 GPa, yield’s stress of 271 16 

MPa, at-ultimate stress of 353 MPa, and a Poisson’s ratio of 0.30. This element 17 
(Solid45) was employed for simulating the confining CFRP, having a modulus of 18 
elasticity of 237.8 GPa and at-ultimate strain of 0.85%, making the thickness at 19 

0.34 mm, nominally [26].  20 
The concrete-tube and CFRP-tube bonds were assumingly perfect; that was 21 

achieved by joining the coinciding nodes together. The column was subjected to 22 

axial load at the initial step of loading; then, a horizontal load was incrementally 23 
exerted, as displacement-controlled, in order to determine the reducing portion of 24 

the graph of load vs displacement. To make sure that the solution was stable and 25 

prevent it from diverging, many load steps were exerted increasingly. In addition, 26 

the equilibrium iterative method of Newton-Raphson was adopted to attain a non-27 
linear solution with 0.001 of tolerance. Calibrating the FE model was made by 28 
utilizing a suitable size of mesh and an adequate load rate, in addition to taking 29 

into consideration the nonlinearities of the used materials. Figure 3 indicates that 30 
the FE model's load-drift hysteresis results agreed, to a good extent, with the ones 31 

obtained experimentally by Yu et al. [26] regarding the specimen of CFT columns 32 
wrapped with six CFRP, named LCFT-6C-106-F. Also, it was noticed that there 33 
was a remarkable agreement between the two models regarding the shapes of 34 

deformation and failure’s modes (Figure 3). 35 
 36 
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Figure 3. Validation of the NLFEA Results  1 
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         (a) Results from NLFEA                                (b) Results from Yu et al. [26] 3 

                4 
               (c) NLFEA results                                       (d) Yu et al. [26] results 5 
 6 
 7 
 8 
Results and Discussion 9 
 10 
Horizontal Load-Displacement Hysteretic Loops 11 

 12 
Figure 4 displays the CFT column's prototypical hysteretic loops of the 13 

horizontal load vs displacements demonstrating the role of the CFRP layers in 14 

improving the performance of the columns, as these layers increase the lateral load 15 
capacity, the net drift capacity, and dissipated energy. Further, the reinforced-with-16 
layers-of-CFRP CFT columns' loops of horizontal load vs displacement have 17 

indicated that the columns' behavior significantly improved, regarding: 18 
displacement in the horizontal direction, and load; that is because strengthening 19 
the columns with wraps of CFRP avails the columns with a mechanism of 20 
confinement from the external side after the CFT tube of steel has buckled.  21 
 22 
  23 



2023-5375-AJTE-CIV – 26 MAY 2023 

 

6 

Figure 4. Prototypical CFT Columns' Horizontal Load vs net Drift Hysteresis 1 
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 6 
Lateral Load and Net Drift Capacities 7 

 8 
Referring to the outcomes depicted in Table 1, the following have been 9 

observed: 1) there was an disproportionate enhancement in the lateral net-drift 10 

when the  column’s axial load was raised, whereas the enhancement in the 11 
capacity of lateral load was less; 2) when raising the layers of CFRP, at a given 12 

level of axial-type load, the capacities of lateral load and net-drift improved, but 13 
not in the same rate; 3) wrapping the column with 1-4 layers of CFRP have availed 14 
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insignificant improvement to the behavior of columns; and 4) using 8, 9, and 10 1 

layers of CFRP had the same influence on the column's performance. These 2 
findings evidently indicated that reinforcing CFT columns with maximum seven 3 
layers of CFRP considerably improved the columns' capacity of lateral load, while 4 
using eight layers improved the columns' net drift. Whereas, at 20 MPa of 5 
concrete's strength, reinforcing CFT columns of steel with up to nine layers of 6 

CFRP effectively improved the columns' capacity of lateral load; whereas, the 7 
wraps of CFRP did not affect the net drift.   8 

 9 
Horizontal Displacement-Steel’s Strain Responses 10 
 11 

It must be brought to attention that it is possible to investigate the behavior of 12 

the CFT columns by examining the strain levels at the end region of the steel tube. 13 

Figure 5 displays the prototypical steel tube’s levels of strain against the 14 
displacement. It is noted that the strain level in the CFT column's tube of steel, at 0 15 
level of sulfate, indicated that there was a yielding before exposing the columns to 16 
axial load, as illustrated in Table 1 and Figure 5. Raising the layers of CFRP, up 17 
to eight, resulted in a proportional increase in the strain levels of the tube of steel, 18 

whereas using 9 and 10 layers had a minor impact. This finding has evidently 19 
shown that wrapping the CFT columns with eight layers of CFRP was the best 20 

configuration to get the best performance.    21 

 22 
Table 1. NLFEA results of All Models 23 

Specimen 

Designation 

Concrete 

Strength, 

MPa 

Number 

of 

CFRP 

layers 

Maximum 

horizontal 

net drift, 

mm 

Maximum 

horizontal 

load, kN 

Maximum 

steel 

strain,  

Maximum 

CFRP 

strain,  

CFT40C5 

40 

5 116.8 114.8 1661 Rupture 

CFT40C6 6 122.9 120.3 1688 8311 

CFT40C7 7 132.7 128.8 1714 8158 

CFT40C8 8 139.8 135.5 1733 7439 

CFT40C9 9 145.1 139.5 1748 6840 

CFT40C10 10 148.9 141.9 1759 6319 

CFT30C5 

30 

5 90.5 89.0 1531 Rupture 

CFT30C6 6 94.4 92.3 1526 8123 

CFT30C7 7 101.0 98.1 1550 7691 

CFT30C8 8 105.4 102.2 1571 6927 

CFT30C9 9 108.5 104.2 1585 6287 

CFT30C10 10 110.3 105.0 1590 5737 

CFT20C5 

20 

5 58.9 88.8 1396 Rupture 

CFT20C6 6 62.0 96.6 1423 7371 

CFT20C7 7 67.0 104.0 1458 6985 
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CFT20C8 8 70.5 109.9 1488 6242 

CFT20C9 9 73.2 113.1 1512 5620 

CFT20C10 10 75.0 116.2 1521 5077 

Note: the steel's strain at yielding waig 1335  and the CFRP’s at-ultimate strain was 8500 . 1 
 2 

Figure 5. Prototypical Strains of Steel CFT Columns 3 
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 5 

Horizontal Displacement vs. CFRP’s Strain Responses  6 

 7 
Figure 6 demonstrates the graph that displays the relation of the reinforced-8 

with-CFRP CFT columns' horizontal displacements with the CFRP’s strain. The 9 

response curve consists of two parts, as follows: the first part begins at 0 mm of 10 
horizontally-directed displacement and continues up to 10 mm, where the second 11 

part begins at 10 mm of displacement and continues up to failure. Figure 6 has 12 
indicated that the CFRP’s strain swiftly rose when the horizontal displacement was 13 
slightly raised; whereas, a rapid raise in horizontal displacement resulted in a little 14 
rise in the CFRP’s strain. Further, it was found that utilizing up to five layers of 15 

CFRP was not sufficient to improve the CFRP’s strain.  16 
 17 

  18 
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Figure 6. Typical CFRP Strain CFT Column 1 

Lateral displacement, mm
-150 -100 -50 0 50 100 150

C
F

R
P

 S
tr

ai
n
, 
m

e

0

2000

4000

6000

8000

10000

50 MPa

5 CFRP layers
6 CFRP layers
7 CFRP layers

10 CFRP layers
9 CFRP layers
8 CFRP layers

Rupture of CFRP sheet

 2 
 3 

Figure 7. Typical Stiffness Degradation  4 
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 6 

Stiffness Degradation 7 
 8 

The values of stiffness, at every single cycle, have been determined so as to 9 
plot the relation between the CFT columns' degradation in stiffness and the 10 
number of cycles, as illustrated in Figure 7. Referring to the curve of stiffness 11 
degradation vs number of cycles, Figure 7 showed that the slope (regarding the 12 

CFRP-strengthened CFT column not subjected to axial load) was greatly sharp; 13 
however, it was less sharp when the exerted axial load was raised. That was 14 
because the raise in the level of axial load availed high level of confinement to the 15 
column-footing area. Further, using CFRP wraps to strengthen CFT columns had 16 
little enhanced the CFT columns' initial stiffness and number of cycles. 17 

 18 

  19 
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Conclusion 1 
 2 

Depending on the findings obtained from experimenting (18) adequately-3 
adjusted FE CFT circular-shaped steel column models, the following conclusions 4 
were extracted: 5 

 6 

1. Reinforcing CFT columns with wraps of CFRP improved the columns' 7 
lateral behavior, to a big extent.  8 

2. Reinforcing the FE-simulated CFT column with 5-10 CFRP wraps 9 
enhanced their capacities of net drift and lateral load, and - in 10 
consequence – improved the performance’s factor and dissipation of 11 

energy 12 

3. A number of factors were found to govern the extent of improvement in 13 

CFT columns' performance, those were: properties of the column, 14 
strength of concrete, and number of CFRP layers; however, the influence 15 
of these factors was disproportionate. This is an indicator that in order to 16 
obtain significant results regarding reinforcing steel CFT columns, the 17 
simulated-through-NLFEA column model should be adequately and 18 

accurately devised.  19 
4. The research in hand found that confining CFT columns with eight 20 

layers of CFRP gave the best results, while using 9 and 10 layers had no 21 
considerable effect. 22 

 23 
 24 
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